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Coated Paper Board Trays 
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Remarks: 
1. Sample(s) is / are tested as on-received basis.
2. Test(s) performed as requested by applicant.
3. Conclusion(s) of the test(s) was drawn as per compliance requirement(s) specified by applicant.

Authorized By 

______________________ 
Anuradha Dhamija 

(Authorised Signatory) 

    Please Contact: 
     For any technical issues: Anuradha Dhamija at Anuradha.Dhamija@tuv-sud.in 

For any complaint: Krishna Deori at Krishna.Deori@tuv-sud.in
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Applicant / Company name  : LEETHA INDUSTRIES

Address : XXXIII/307, LEETHA INDUSTRIES,
Major Industrial Estate, South Kalamassery, 
Ernakulam – 683104, Kerala (India) 

Attention / Contact person  
Tested sample  

Test period 

Article / sample description 

Fiber content / Material 

Product type / End use 

Country / Region of origin 

Country / Region of destination 

Objective(s) of examination 

: Mr. Don Mathews 

: Received on 2021.01.20 at 05.41 p.m.

: 2021.01.22 to 2021.01.25

: Coated Paper Board Trays and Paper Cups
: /

: Paper Trays and Paper Cups for Food Packaging

: India 

: India 

: 1. Microwave exposure / Resistance to microwave heating

Note: The submitted sample(s) is/are Not Drawn by the Laboratory 

http://www.tuv-sud.in/in-en/resource-centre/terms-and-conditions
http://www.tuv-sud.in/in-en/resource-centre/terms-and-conditions
mailto:Anuradha.Dhamija@tuv-sud.in
mailto:Anuradha.Dhamija@tuv-sud.in
mailto:Krishna.Deori@tuv-sud.in
mailto:Krishna.Deori@tuv-sud.in


Note: (1) General Terms & Conditions as mentioned overleaf, (2)The results relate only to the items tested, (3)The test report shall not be reproduced except in full without 
the written approval of the laboratory,  (4) For details of the accredited scope please contact the laboratory or Accreditation body 

Laboratory: 
TÜV SÜD South Asia Pvt. Ltd. 
373 Udyog Vihar Phase II 
Sector 20 
Gurgaon – 122016 

Phone : +91 (124) 6199699 
Email : Anuradha.Dhamija@tuv-sud.in 
www.tuv-sud.in 

Registered Office: 
TÜV SÜD South Asia Pvt. Ltd. 
TÜV SÜD House 
Off Saki Vihar Road 
Saki Naka, Andheri (East), 
Mumbai – 400072. India 

  Page 3 of 3 

Summary of Test Result(s) 

S. No. Test(s) Conclusion 

1. Microwave exposure / Resistance to microwave heating Observation’(s) / Refer result (s) 

Test Result: 

--- END OF THE TEST REPORT –- 

ULR-TC578721100000117F 

Test Report No. GGN/H(FCM)/21/000135 

Dated 2021.01.25 

Test parameter: Microwave exposure / Resistance to microwave heating 

Test method(s) adopted: Client’s specification with reference to BS EN 15284:2007 

Sample 

Maximum surface temperature (*1) 

Short period heating (°C) 

Coated Paper Board Trays 23.4 

No Color, Melting & Deformation or any change is observed. 
No Electrical Arcing occurred during the test. 

(*1) Observations were made with unaided eye. 

Note: (1) “°C” denotes degree Celsius / Centigrade. 

Coated Paper Cups 
Visual observation: 

23.4




